
Fe C Mn S P Si Al N Cr Nb V Ti Mo B

YST in MPa 

(min)

UTS in 

MPa (min)

ELONGATION 

in MPa(% max)
% % % % % % % % % % % % % %

Q235 235 300-500 26

Q 355 355 470-630 20

Q 500 or S500QL 500 550-700 18

Q 700 or S690QL 700 750 14

0.22 0.05 0.0050.6 0.02 0.14 0.03 0.06 0.2

MECHANICAL PROPERTIES
MATERAIL 

DESCRIPTION
TYPE

TUBE SPECIFICATION SHEET as per IS 4923 (Latest)

ERW 95.975 0.12 2.1 0.015 0.015


